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EXECUTIVE SUMMARY

Environmental Compliance Services, Inc. (ECS) has completed a limited inspection for asbestos
I (mrmgnno materials (ACI\/D in the James’ House, located on 42 Gothic Street in Northampton,
Massachusetts. The inspection was performed on building materials that may be disturbed during future
renovation activities. On January 20, 2009 ECS inspectors, using a combination of destructive and non-
destructive sampling methods, collected 49 bulk samples of suspect asbestos containing materials. Those
materials have been analyzed using the required protocols at an accredited laboratory. A review of the
laboratory results indicate that asbestos containing materials were detected at this location.
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1.0 INTRODUCTION

This survey was performed at the request of Mr. David Pomerantz, Director of the City of Northampton
Central Services for the purpose of identifying regulated building materials that may impact the future
renovations of the James’ House, located on 42 Gothic Street in Northampton, Massachusetts. The
Occupational Safety and Health Administration (OSHA) regulations (1926.1101 and 1926.62) require
that building owners determine the presence and location of asbestos materials and convey that
information to any individuals who will conduct work that may disturb said ACM. The Scope of Work
included destructive identification and sampling of suspect materials within the above referenced
building.

The building is a two story wood structure with an attic and stone basement. The building was primarily
used as an office building and courthouse. The majority of building materials encountered were wood
trusses, supports, gypsum board and plaster walls, and corrugated metal roofing with un-insulated deck.
The building is heated by a radiant heat system with a centralized boiler room.

1.1 LIMITATIONS

The term “destructive sampling method” refers to the method of collecting samples that would require
destruction of various building surfaces (i.e. wall cavities, wood flooring, plaster ceilings) for the purpose
of locating hidden heating, plumbing, or other building components that may contain ACM. Destructive
methods are strongly recommended for facilities slated for demolition.

Additional limitations may exist for destructive sampling methods. Certain portions of the building may
be physically inaccessible, or because electrical, mechanical, structural, or other hazards exist in portions
of the structure at the time of the survey.

The following areas were not included in the scope of work at the time of this survey:

Within Functioning Electrical/HVAC Equipment
Below Hardwood Floors

Behind Clapboard Siding

Below Grade

Roofing

¢ ¢ @ @ e
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2.0 METHODS AND MATERIALS

2.1 ASBESTOS

Samples were collected in a statistically random manner using the Asbestos Hazard Emergency Response
Act (AHERA) protocol (40 CFR 763.86). Samples were placed into plastic bags with an air tight seal.
Labels were affixed to the sample bags with specific nomenclature.

Bulk samples were analyzed by Polarized Light Microscopy (PLM) using the United States
Environmental Protection Agency USEPA/600/R-93/116 method.. The analysis of samples was
conducted by ProScience Analytical Services, Inc., 22 Cummmgs Park, Woburn, Massachusetts (NVLAP
Accreditation 2000090-0).

There are six minerals grouped into the term “asbestos.” Chrysotile, amosite, and crocidolite are the
asbestos minerals most commonly found in building materials. ACM is defined as a material containing
more than one percent (1%) asbestos by weight. Materials found to be asbestos containing are listed in
Section 3.0. Exact sample compositions are included in the laboratory reports or chains of custody found
in Appendix A.

Polarized light microscopy (PLM) is the root method used for the identification of ACM. The USEPA
Office of Research and Development (USEPA/ORD) has reviewed data from performance audits of
various laboratories performing PLM. The results of that review indicated an unacceptable number of
false negatives and positives for visual estimation of materials containing less than 10% asbestos. On the
basis of those findings the National Emissions Standards Hazardous Air Pollutants (NESHAP)
regulations were amended on November 20, 1990 (Federal Register, V.55, N.224). The revisions state
that if the analyst detects asbestos in the sample and estimates the amount to be less than 10% by visual
estimation, the parties legally responsible (owner or operator) for the building may (1) elect to assume the
amount to be greater than 1% and treat the material as ACM or (2) require verification of the amount by
point counting. Point counting is a technique used to quantify the amount of asbestos present in a sample
on which PLM has already been performed. ECS recommends point counting re-analysis for asbestos
values less than 10%, and where applicable those results are reflected in the report. In instances where
client authorization is not received for this reanalysis, PLM visual results indicating a trace or 1% value
will be reported as assumed ACM as required by item (1) above.

A similar situation exists for matrix bound fibers such as those found in floor tiles, mastics, and asphalt
based materials. The inorganic matrix of these bulk samples may interfere with the identification and
quantification of asbestos mineral content. These types of samples are generally referred to as Non-
organically bound (NOB) materials. Transmission Electron Microscopy (TEM-NOB) is a method that
utilizes a combination of special sample preparation techniques and high magnification to more
accurately quantify asbestos content. Currently only the State of New York has regulations requiring
TEM-NOB re-analysis of suspect ACM for which negative or trace determination resulted from PLM
analysis. Although additional cost is involved, ECS recommends TEM-NOB analysis under certain
circumstances, as a state of the art means of evaluation.
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3.0 RESULTS AND FINDINGS

The results of this inspection are presented in tabular form. These tables summarize the nature,
distribution, and quantity of ACM identified during this survey.

Types, locations, quantities, and conditions of ACM are shown on Table 3.1.  Suspect materials sampled
and found not to contain ACM are found in Table 3.2.
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TABLE 3.1
ASBESTOS CONTAINING MATERIALS
THE JAMES” HOUSE
42 GOTHIC STREET
NORTHAMPTON, MASSACHUSETTS

Functional Sample Sample Location Material Material Friability Estimated
Space (s) Number Description Class Quantity
Attic Brown 97°x9” Floor Tile Non-Friable 200 SF
Key:
SF - Square Feet; Misc.- Miscellaneous
NOTES:
See Limitations Section for areas deemed inaccessible or not included in Scope of Work
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TABLE 3.2
SUSPECT MATERIALS WITH NO ASBESTOS DETECTED
THE JAMES” HOUSE
42 GOTHIC STREET
NORTHAMPTON, MASSACHUSETTS

Functional Material
Space(s) Description
Throughout White Gypsum Board 01A, 01B, 01C
Throughout White Joint Compound 02A, 02B, 02C
Throughout Gray and White Plaster 03A, 03B, 03C
Throughout White 2°x2°/2°x4” Ceiling Tile with Holes and Fissures 04A, 04B, 04C
Throughout White 2°x2°/2°x4” Cratered Ceiling Tile 05A, 05B, 05C
Boiler Room Gray Flue Packing Insulation 06A, 06B, 06C
Attic Gray Deck Insulation 07A, 078B, 07C
Courthouse Lobby White Flooring Levelastic 08A, 08B, 08C
Courthouse Stairwells Black Mastic associated with Rubber Stair Tread Material 09A, 09B
Courthouse White/Grey Flecks 12”x12” Floor Tile 10A
Courthouse Yellow Mastic associated with White/Grey Flecks 127x12” Floor Tile 11A
Courthouse Grey 127x12” Floor Tile 12A
Courthouse Yellow Mastic associate with Grey 12”°x12” Floor Tile 13A
Courthouse Red/Brown Levelastic under Sample 13A 14A
Courthouse Brown/White Flecks 12x12” Floor Tile 15A
Courthouse Brown Mastic associated with Brown/White Flecks 12”x12” Floor Tile 16A
Courthouse Tan 12”x12” Floor Tile 17A
Courthouse Black Mastic associated with Tan 127x12” Floor Tile 18A
James’ House — Attic Black Mastic associated with Brown 97x9” Floor Tile 20A
Courthouse Yellow Ceramic Tile Mastic 21A
James’ House Beige Mastic associated with 4”7 White Vinyl Baseboard 22A
Throughout Beige Mastic associated 4” Blue Vinyl Baseboard 23A,23B
Courthouse Beige Mastic associated with 4” Tan Vinyl Baseboard 24A
Courthouse Yellow Mastic associated with 4 Gray Vinyl Baseboard 25A
Throughout Yellow Mastic associated with Carpets 206A, 268
James’ House White Sink Soundproofing 27A
Throughout Black/Brown Paper Backing under 12”x12” Floor Tile 28A
Courthouse Gray Window Casing Caulking 29A,29B
NOTES:

See Limitations Section for areas deemed inaccessible or not included in Scope of Work
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- 4.0 DISCUSSION AND INTERPRETATION

4.1 ASBESTOS

Response actions are based in-part upon our current understanding of area usage or future usage at the
time of the survey. Removal is always indicated where pending renovation would disturb ACM. If ACM
are not scheduled for removal they may be managed in-place through an Operations and Maintenance
Plan. Any material discovered in the course of renovation activities which is not identified in this report
should be presumed to contain asbestos until sampling shows otherwise. Section 1.1 Limitations details
areas that were deemed inaccessible or were not included in the scope of work.

Tables 3.1 and 3.2 detail locations and results of all samples collected.
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SAMPLE NUMBER COLRee, SIZE MATERIAL
Black {Whis—" 9'x9" Joinjeompeund - Floor Tile Cove Base
Red Blue 212" Gypsum Board Mastic Ceiling Tile
Yellow Green Ixt Pipe Insulation Caulking Deck Insulation
0 / Gray Brown IS VAR Duct Insulation Glazing Breeching Insulation
Tan - Beigé S22 Skim Coat Plaster ~ Cement Board Roofing Tar
orange Cream 2'x4' Basecoat Plaster Linoleum Backing
QOther: Other: Glue Daub Fire Proofing
1Other:
Sample ID Floor: Room: Sample [D Floor: Room: Sample ID Floor: Room:
Basement Kitchen Basement Kitchen : Basement Kitchen
Ground Floor  |Bathroom Ground Floor |Bathroom {Ground Floor Bathroom
1st Floor Hallway 1st Floor Hallway :f 1st Floor Hallway
) A 2nd Floor Office 6 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
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orange Cream 2'x4' Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:”
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Basement Kitchen Basement Kitchen Basement Kitchen
Ground Floor Bathroom Ground Floor |Bathroom Ground Floor Bathroom
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2nd Floor Office @ 2nd Floor Office ( 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Other. Other: Other: Other: Other: Other:
Comments: Comments: Comments;
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SAMPLE NUMBER CQ&Q& SIZE MATERIAL
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Red Blue 12"x12" Gypsum Board Mastic Ceiling Tile
 ellow Green )y Pipe Insulation Caulking Deck Insulation
7 C @ Brown 1%2' Duct Insulation Glazing Brecching selation
/ } ™ Tan Beige 252! : Skim Coat Plaster ~ Cement Board Roofing Tar
A -+ -
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Other: Other; Glue Dau Fire Proofing
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SAMPLE NUMBER C SIZE MATERIAL
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Yellow Green el Pipe Insulation Caulking Deck Insulation
ﬁ q Gray Brown 1'%2! ‘ Duct Tnsulation Glazing ~ Broeching hisulation
: Tan Beige qz Skim Coat Plaster  Cement Board Roofing Tar
’ orange Cream Qa%a: : Basecoat Plaster Linoleum Backing -
Other: {Other; Glue Daub Fire Proofin,
17 holes§ Fe s ures Other o
Sample ID Floor: Room: Sample ID Floor: Room: Sample ID " Floor: Room:
Basement Kitchen : Basement Kitchen Basement Kitchen
Ground Floor  |Bathroom Ground Floor [Bathroom Ground Floor Bathroom
lf: Tﬁifr . |Hallway (Lt Floor) Hallway P ?E‘QQT 1Hallway
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SAMPLE NUMBER COLOR SIZE - ' MATERIAL
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Ist E Qor Hallwa 6 dlstFloor )  ¢Hallway C 15t Floor Hallway
AV <2ndF oor 2nd Floor Office d@r (@
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Othur: Other; | Other: Other: Other: : Other:
Comments: -}' Comments: C ouvr + ‘ Comments: —
Cour e JAmes
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SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9" Joint Compound Floor Tile Cove Base
Red - Biue 12"x12" Gypsum Board Mastic Ceiling Tile
Y Green %1 Pipe Insulation Caulking Deck Insulation
Y ( Gra Brown I'x2! Duct Insulation Glazing Breeching Isulation
m £ Flan Beige 2'%2! Skim Coat Plaster  Cement Board Roofing Tar
~ orange Cream 2'x4! Basecoat Plaster Linoleum Backing
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Sample ID {  Eloop: Room: Sample ID oor!- Room: Sampie ID e FlOOT Room:
. ( -C;s‘awx) Kitchen CBasément >  [Kitchen T Basemem) . Kitchen
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1st Floor Hallway Ist Floor Hallway C Ist Floor Hallway
A 2nd Fleor Office 2nd Floor Officé 2nd Floor Office
/ 3rd Floor Storage ) 3rd Floor Storage 3rd Floor Storage
: Other: Other: Other: Other: Other: Other:
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SAMPLE NUMBER COLOR SIZE MATERIAL
) Black White 9"x9" Joint Compound  Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Mastic Ceiling Tile
W Green i1 Pipe Insulation Caulking Deck Insulation
(Gray Brown 2! Dugct Insulation Gtlazing Bresching Insulation
D/} Tan Beige 2'%2! Skim Coat Plaster ~ Cement Board Roofing Tar
orange Cream 2'%4! Basecoat Plaster  Linoleum Backing -
Other: Other: aub Fire Proofing
‘ (6mg? tavsulationy
Sample [D Floor: Room: Sample ID Floor: Room; Sample ID Floor; Room;
Basement Kitchen Basement Kitchen Basement Kitchen
Graund Floor - {Bathroom Ground Floor {Bathroom Ground Floor Bathroom
15t Floor Haliway 1st Floor Hallway - 1st Floor |Hallway
2ndFloor Office 12nd Floor Office C 2nd Floor Office
3rdFloor Storage 3rd Floor Storage 3rd Floor Storage
Otlut: Other; Other: Other: Other: ; Other:
Ahc A3 Wi
Comments: Comments: Comments;
JAmes Jame g JAS
SAMPLE NUMBER 0K, SIZE MATERIAL
Black (whitg ./ 9"%9" Joint Compound Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Mastic Ceiling Tile
' Yellow Green I'x)’ Pipe Insulation Caulking Deck Insulation
D % Gray Brown I'x2! Duct Insulation Glazing Breaching Insuiation
: ' Tan Beige 2%2! Skim Coat Plaster ~ Cement Board Roofing Tar
. ' orange- -~  Cream 2%4' Basecoat Plaster Linoleumn Backing
Other: Other: 14 aub Fire Proofing
Othej LQ(IQ VSJ i C
Sample ID Floor: Room; Sample ID Floor: Room: Sample ID Floor; Room:
|Baswment Kitchen - Basement Kitchen |Basement Kitchen
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A’ 2ndFloor Office 6 2nd Floor Office d nd Flog Office
' 3rdFloor Storage 3rd Floor Storage 3rd Floor Storage
Other; Other: Other: Other; Other: Other:
Comments: Comments: Comments;
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SAMPLE NUMBER e COLOR SIZE MATERIAL
;iaac}) White 9"x9" Joint Compound Flogr Tile Cove Base
& Blue 12"x12" Gypsum Board Ceiling Tile
YVellow Green ! Pipe Insulation aulking . Deck Insulation
@ Gray Brown - 12! Duct Insulation Glazing Brezching Insulation
Sr? Tan Beige 2% Skim Coat Plaster ~ Cement Board Roofing Tar
' orange Cream 24 Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
) Other: ’
Sampile ID Floor; Room: Sample ID Floor: Room: Sampie ID Floor; ) Room:
Basement Kitchen Basement Kitchen Basement Kitchen
. Grougd Floor  [Bathroom Ground Floor |Bathroom Ground Floor Bathroom
Qist Floob Hallway 1st Floor Hallway Ist Floor Hallway
2nd Floor Office é Jnd Flog Office 2nd Floor Office
] 3rd Floor Storage 3rd Floor Storage 3rd Floor Storagé
Other: Other: Other: Other: Other: Other:
Comments: - Comments; Comrments:
Coot> hesw]Rusker |Spor Feed —>
SAMPLE NUMBER COLOR SIZE MATERIAL
) Black (White? 9"xg" Joint Compound oor Ti Cove Base
Red Blue 12"x12" Gypsum Board Masfic Ceiling Tile
Yellow Green &I Pipe Insnlation Caulking Deck Insulation
. Gray - Brown <2’ Duet Insulation Glazing Breeching hsulation
/ 0 Tan Beige 2x2! Skim Coat Plaster ~ Cement Board Roofmg Tar
‘ orange Cream 2x4! Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
B leegpledes
Sample ID Floor; Room: " Sample ID Floor: Roont: Sample ID Floor: Room:
Bastment Kitchen Basement Kitchen ' Basement Kitchen
Ground Floor  |Bathroom Ground Floor  {Bathroom Ground Floor Bathroom
15t Hoor Tallwa Ist Floor Hallway 1st Floor THallway
ng@ Office {2nd Floor Office 2nd Floor Office
loor Storage 3rd Floor Storage 3rd Floor Storage
Othet: Other; Other: Other: Other: Other:
Comments: Comments: Comments:
Covr ¥
SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9" Joint Compound Floor Tile Cove Base
Red. - Blue 12%x12" Gypsum Board Ceiling Tile
RNCIIGws  Green %1 Pipe Insulation Caulking Deck Insulation
Gray Brown I'x2' Duct Insulation Glazing Breeching Insutation
/ Tan Beige 2'%2! Skim Coat Plaster ~ Cement Board Roofing Tar
orange Cream 2'x4! Basecoat Plaster Linoleurn Backing
Other: Other: Glue Daub Fire Proofing
Other:
Sample ID Floor: Room: Sampie ID Floor: Room: Sample TD Floor; Room:
Basement Kitchen : Basement Kitchen . |Basement Kitchen
Grownd Floor  |Bathroom Ground Floor  |Bathroom Ground Floor Bathroom
1st Hoor Hallway 1st Floor Hallway 1st Floor Hallway
2ndFloor Office 2nd Floor Office 2nd Floor Office
’ 3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Othr: Other: Other: Other; Other: Other;
Commenjs: ) Comments: Comments:
;495 w/ g .
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SAMPLE NUMBER COLOR SIZE A TERIAL
Black White Joint Compound Floor Til Cove Base
[Red Blue xl2e Gypsum Board Mastic Ceiling Tile
Yellow Green k]’ Pipe Insulation Caulking Deck Insulation
dGr Brown %2 Dugt Insulation Giazing Breeching Insulation
! Z/‘ Tan Beige Xz Skim Coat Plaster ~ Cement Board Roofing Tar
( : orange Cream 2'x4' Basecoat Plaster Linoleurn Backing :
Other: Other: Glue Daub Fire Proofing
Other:
Sampie ID Room: Sample ID Floor: Room: Sample ID Floor; Room:
: Basemen Kitchen Basement Kiichen Basement Kitchen
R Ground Floor  [Bathroom . Ground Floor |Bathroom Ground Floor Bathroom
1st Floor Hallway 1st Floor Hallway Ist Floor Hallway
2nd Floor Office 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Other: Other: Other: Other; Other: Other:
Comments: Comments: Comments:
Cou T
SAMPLE NUMBER COLOR SIZE MATERIAL
' Black White o"xg" Joint Compound ogr Tile Cove Base
Red Blue | 12"x12" Gypsum Board Ceiling Tile
§ Yellow, > Green %1 Pipe Ingulation Caulking Deck Insulation
] Gray Brown 'x2' Dhuct Insulation Glazing Breeching Insulation
[ Tan Beige 2'%2 Skim Coat Plaster  Cement Board Roofing Tar
orange Cream 2'x4' Basecoat Plaster Linoleum Backing -
Other: Other: Glue Daub Fire Proofing
) Qther:
Sample D Floor; Room: Sample ID Floor: Room: Sample ID Floor: Room;
Basement Kitchen Basement Kitchen Basement, Kitchen
Ground Floor * [Bathroom Ground Floor |Bathroom Ground Floor Bathroom
1st Floor Hallway 1st Floor Haliway 1st Floor {Hallway
)9" 2ndFloor Office ‘12nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Othl: Other: Other: Other: Other: Other:
Comments: Comments: Comments:
s< llzn
SAMPLE NUMBER COLOR SIZE MATERIAL
{Black White 9"x9" Joint Compound Floor Tile Cove Base
: ( ed ‘Blue 12"x12" Gypsum Board Mastic Ceiling Tile
ow Green Ixl Pipe Insulation Caulking Deck Insulation
Gray 1'x2! Duct Insulation Glazing Breeching Insulation
/ Tan Beige 22 Skim Coat Plagter ~ Cement Board Roofing Tar
orange Cream 2'x4' Basecoat Plaster Linoleum Backing
Other: Other: Gl aub Fire Proofing
‘ “other; LQ%h Vs
Sample ID -~ Eloow Room: Sample ID Floor; Room: [~ Sample ID Floor: Room;
<W Kitchen : Basement Kitchen |Basement Kitchen
. Ground Ficor  |Bathroom Ground Floor  |Bathroom Ground Floor Bathroom
ﬁ ist Floor Hallway 1st Floor Hallway Ist Floor Hallway
2nd Floor Office 2nd Floor Office 2nd Floor Office
: 3rd Flpor Storage 3rd Floor Storage 3rd Floor Storage
Other: Other: Other: Other: Other: Other:
Comments: Comments; Comments:
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SAMPLE NUMBER COLOR . SIZE _MATERIAL
Biack White Ol Joint Compound Floor Ti} Cove Base
Red " Biue ( 12128 Gypsum Board T Ceiling Tile
~ Yellow Green X Pipe Insulation Caulking Deck Insulation
] L‘ Gray B %2 Duct Insulation Glazing Breeching Insnlation
;] 7 Tan Beige 7 Sikim Coat Plaster ~ Cement Board Roofing Tar
! orange Cream 2%4 Bagecoat Plaster Linoleum Backing
Other: Other: Giue Daub Fire Proofin,
‘U{W(&(’ FQ(‘CQ ' Other; . ’
Sampie ID Floor; Robm: Sample ID Floor: Room: | Sample ID Floor: Room:
: IBasement Kitchen Basement Kitchen Basement Kitchen
‘#Ground Floor  {Bathroom Ground Floor jBathroom Ground Floor Bathroom
1st Flgor Hallway 1st Floor Hallway 1st Floor Hallway
qIndE " loiice 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage’ 3rd Floor Storage
Other: Other:, Other: Other: Other: Other:
O -
Comments: LA/\/‘l,,\f Comments: Comments:
SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9™g" Joint Compound Floor Tile Cove Base
Red Blue 12"x120 " |Gypsum Board Ceiling Tile
© |Yellow G, Ikl Pipe Insulation Caulking Deck Insulation
/ (0 Gray Bro I'x2' Duct Ingulation Glazing Breeching Insulation
Tan Beige 2%2 Skim Coat Plaster ~ Cement Board Roofing Tar
arange Cream 2'%4' Basecoat Plaster  Linoleum Backing
Other: Other: Glue Daub Fire Proofing
| Other:
Sample ID Floor: Room; Sample ID Floor: Room: Sample ID Floor. Room:
Basement Kitchen Basement Kitchen Basement Kitchen
Ground Floor  [Bathroom Ground .Floor {Bathroom Ground Floor Bathroom
1st Floor Hallway Ist Floor Hallway 1st Floor THallway
ﬁ/ 2nd Floor Office ‘12nd Floor Office 2nd Floor Office -
3rd Floor Storage 3rd Floor Storage 3rd Floor |Storage
Othel: Other: Other: Other. Other: Other:
Comments: ~ [Comments: Comments:
Ao ujl5a 4 Luee
SHve hres (L
SAMPLE NUMBER COLOR SIZE (MA.ZE,_RIAL
Black White 9% Joint Compound QW - Cove Base
Red Blue (Eﬁb Gypsum Board Mastic Ceiling Tile
) Yellow Green )1 Pipe Insulation Caulking Deck Insulation
G . Brown I'x2' Duct Insulation Glazing Breeching Insulation
: ' (ﬁ Beige 22! Skim Coat Plaster ~ Cement Board Roofing Tar
forange Cream 254! Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:
Sample ID Floor: Room: . Sample ID Floor: Room: Sample ID Floor; Room:
-.{Basement Kitchen : Basement Kitchen |Basement Kitchen
G Floor  |Bathroom Ground Floor [Bathroom Ground Floor Bathroom
( g@ Hallway 1st Floor Hallway 1st Floor Hallway
T Floor Office 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Other, Other: « Other: Other: Other: Other:
viter
Comments: ' Comments: Comments:
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SAMPLE NUMBER COLOR SIZE MATERIAL
) ( Black White 9"xg" Joint Compound or Tile Cove Base
ed Blue 12M%12" Gypsum Board %;ﬁb Ceiling Tils
Yellow Green 'kl Pipe Insulation Caulking Deck Insulation
l d Gray Brown 1%2! Duct Insulation Glazing Breeching Insulation
/ 'i:// Tan Beige %2 Skim Coat Plaster ~ Cement Board Roofing Tar
L orange Cream 2'x4' Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
. Other:
Sample ID Floor: Room: Sample ID Floor: Room: Sample ID Floor: Room:
Basement Kitchen Basement Kitchen Basement Kitchen
Grownd Floor  {Bathroom Ground Floor [Bathroom Ground Floor Bathroom
Ist Floor Hallway 1st Floor Hallway 1st Floor Hallway
2nd Floor Office 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Other: Other: Other: Other: Other: Other:
Commepts: Comments: Comments;
55 /174
SAMPLE NUMBER COLOR ey SIZE A FERIAL
) Black White ‘?;{y Joint Compound (ﬂggr_"f_il’e,) Cove Base
Red Blue | %12" Gypsum Board Mastic ‘Ceiling Tile
Yellow Gre %1 Pipe Insulation Caulking Deck Insulation
Gray Brown I'x2' Duct Insulation Glazing Breeching hisulation
/ Tan €ige 2%2 Skim Coat Plaster ~ Cement Board Roofing Tar
orange Cream 294! Basecoat Plaster Linoleum Backing -
Other: Other. Glue Daub Fire Proofing '
' Other:
Sample ID Floor: Room; Sample ID Floor: Room: Sample ID Floor: Room:
Basement Kitchen Basement Kiichen ‘ Basement Kitchen
Ground Floor  jBathroom Ground Floor {Bathroom Ground Floor Bathroom
ist Floor Hallway 1st Floor Hallway Ist Floor THallway
2nd Floor Office {2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Oﬁ%} QOther; Other: Other: Other: Other:
Comments: s iZ.' % 'S) Comments; fComments;
SAMPLE NUMBER COLOR SIZE MATERIAL
Blag White J9"x8" Joint Compound ile Cove Base
Red Blue 12" 2" Gypsum Board % Ceiling Tile
Yellow Green I'x1 Pipe Insulation Caulking Deck Insulation
Gray Brown 12 - Dugct Insulation Glazing Breeching Insulation
(72/@ Ten Beige 2%2' Skim Coat Plaster ~ Cement Board Roofing Tar
. : orange Cream 2%4! Basecdat Plaster  Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:
Sampie ID Floor: . Room: Sample ID Floor: Room! Sample 1D Floor: Room:
Basement Kitchen : Basement Kitchen |Basement Kitchen
' Ground Floor  [Bathroom Ground Floor {Bathroom Ground Floor Bathroom
st Floor Hallway 1st Floor Hallway 1st Floor Hallway
2ndFloor Office 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Other: JOther: Other: Other; Other: Other:
Commemsﬁ,% W / l C? A Comments: Comments;




Page 2\(&‘ JN Q

SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9" Joint Compound Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Ceiling Tile
Yello Green 'k Pipe Insulation Caulking . Deck Insulation
k ray Brown 2! Duet Insulation Glazing Breeching Insulation
O E Tan Beige %2 Skim Coat Plaster  Cement Board Roofing Tar
VAV orange Cream x4 Basecoat Plaster Linoleum Backing )
Other: Other: Glue Daub Fire Proofing
Other:
Sample ID K‘%mlr: Room: Sample ID Floor: Room: Sample ID Floor: Room:
W Kitchen Basement Kitchen Basement Kitchen
Ground Floor  {Bathroom Ground Floor |Bathroom Ground Floor Bathroom
st Floor Hallway 1st Floor Hallway Ist Floor Hallway
2nd Floor Office 2nd Floor Office 2nd Floor Office
%’ 3rd Floor Storage 3rd Floor Storage’ 3rd Floor Storage
4 Other: Other: Other; Other: Other: Other:
Comments: 9 mments: - Comments:
(oury ~A55 4l cernmc Hile
SAMPLE NUMBER COLOR SIZE MATERIAL
’ Black White 9"x9" Joint Compound  Floor Tile Cove Base
Red Blue 12°x12" Gypsum Board Ceiling Tile
Yellow Green 'x1 Pipe Insulation aulking Deck Insulation
’ Gray - Brown 1'%2' Duct Insulation Glazing Breeching hsulation ||
) Tan (Beige )] 2'%2! Skim Coat Plaster ~ Cement Board Roofing Tar
’ orange Team 2'x4" Basecoat Plaster Linoleum Backing
‘ ) Other: Other: Giue Daub Fire Proofing
) Other:
Sample ID Floor; Room: Sample ID Floor: Room: Sample ID Floor: Room:
Bastment Kiichen Basement Kitchen Basement Kitchen
und Floor  JBgthcoom Ground Floor  {Bathroom Ground Floor Bathroom
d 1s€Tlo W Ist Fioor Hallway 1st Floor 1Haliway
2ndFloor Office ‘12nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Othe Other: Other: Other: Othern: Other:
Comments: — Comments: Wy Comments:
JHWS — | 4ss o Y lhie VBR
SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"xg" Joint Compound Floor Tile Cove Base
Red Blue 12"x12" Gypsurn Board Ceiling Tile
Yellow Green It Pipe Insulation Caulking Deck Insulation
Gray Brown %2 Duct Insulation Glazing Breeching Insulation
\ Tan Beige %2 Skim Coat Plaster ~ Cement Board Roofing Tar
: orange Cream 2'x4' Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:
Sample ID Floor: Roomnt: Sample ID - Floor: Room: Sample ID ».- Floor Rosm:
Basiment Kitchen - Basement Kitchen [Basement Kitchen
. AGrond Floor  |Bathroom Ground Floor  |Bathroom Ground Floor Bathroom
@ 15tk Allw, { ;5:__‘-19 Ist Floor Haliway
2ndFly Office Office 2nd Floor Office
’ Td Floor Storage & Storage 3rd Floor Storage
Othr: Other: Other; Other: Other: Other;
Comments: W ('{ Y Commcnfs: / nss w{l} [ Comments:
-
Covry hieve S” Rue veg




Pagciof _La

SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9" Joint Compound Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Ceiling Tik
Yellow Green I'xJ! Pipe Insulation Caulking Deck Insulation
([ Gray Wit I'%x2' Duct Insulation Glazing Breeching sulation
,Q 4 Tan Beige” 252 Skim Coat Plaster ~ Cement Board Roofing Tar
oy / orange Cream 254 Basecoat Plasier Linoleumn Backing
Other: Other: Glue Daub Fire Proofing
Other:
~ Sample ID Floor: Room: Sample ID Floor: Room: Sample ID - Floor: Room:
" |Bastment Kitchen Basement Kitchen Basement Kitchen
| Ground Floor  [Bathroom Ground Floor {Bathroom Ground Floor Bathroom
st Fo Hallway 1st Floor Hallway 1st Floor Hallway
2nd Floor ’ 6& 2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage” 3rd Floor Storage
Other: Other: Other: Other: Other: Other:
Comments: A‘Sf w y ¥ f W Comments; Comments:
Coury="" veg
SAMPLE NUMBER COLOR SIZE MATERIAL
‘ Black White 9'x9" Joint Compound ~ Floor Tile Cove Base
Blue 12"x12" Gypsum Board Ceiling Tile
. QYellowd  Green I'x1 Pipe Insulation Caulking Deck Insulation
P Gray . Brown %2 Duct Insulation Glazing Breeching Insulstion
O? 6" Tan Beige %2 Skim Coat Plaster ~ Cement Board Roofing Tar
' orange Cream 2%4' Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
) Other:
Sample ID Floor; Room; Sample ID Floor: Room: Sample ID Floor; Room:
Bastment Kitchen Basement Kitchen Basement Kitchen
Ground Floor  [Bathroom Ground Floor  |Bathroom Ground Floor Bathroom
1st Floor Hallway 1st Floor Hallway 1st Floor THallway
’ (anaricy Office J2nd Floor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Othel: Other: Other: Other: Other: Other:
{88
Comments: 4 “} Comments: f#Comments:
Cour 45| bray veR
SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9" Joint Compound Floor Tile Cove Base
Red Blue 12%32" Gypsum Board Vlasti Ceiling Tile
< Yelzig Green !’ Pipe Insulation Caulking Deck Insulation
Brown 2! Duct Insulation Glazing Breeching Insulation
Q /@ Tan Beige %2 Skim Coat Plaster ~ Cement Board Roofing Tar
’ orange Cream x4 Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:
Semple ID Floor; Room Sample ID Floor: Room: Sampie ID Floor: Room;
Basement Kitchen : Basement Kitchen |Basement Kitchen
Gr Floor  |Bathroom “{Ground Floor {Bathroom Ground Floor Bathroom
st Hoor) g q 155 Floor ) Hallway 1st Floor Hallway
figfloor C Offic R FlGor Office 2nd Floor Office
3rd Floor Storage 3rd Floor Storage 3rd Floor Storage
Otlwr: Other: Other: Other: Other: Other:
Lo
Comments: Comments: W # liComments:
CoulF =t | Tpmes — CoIEE




Page / fof !‘ o

SAMFLE NUMBER “COLBR SIZE MATERIAL
Black  ({_Whiwe” 9"x9" Joint Compound Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Mastic Ceiling Tile
Yellow Green %1 Pipe Insulation Caulking Deck Insulation
'Q j. Gray Brown %2 Duct Insulation Glazing Breeching Insvlation
v/ Tan Beige 22! Skim Coat Plaster ~ Cement Board Roofing Tar
arange Cream 2'x4' Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofin,
» ; other: Sy dPrmFurda— S i
Sampie ID Floor: ki N Sampie ID Floor: Room: Sample [D Floor: Room:
Basement Kichen” Basement Kitchen Basement | Kitchen
r  {Bathroom Ground Floor {Bathroom Ground Floor Bathroom
H q 1st Floor 5 " |Hallway 1st Floor Hallway 1st Floor Haliway
2nd Floor {Office 2nd Floor Office 2nd Floor Office
] 3rd Floor Storage 3rd Floor Storage 3rd Floor Storagé
Other: Other: Other: Other: Other; Other:
Comments: Comments; Comments;
JAwnes
SAMPLE NUMBER N COLOR SIZE MATERIAL
) CW White 9°x9" Joint Compound ~ Floor Tile Cove Base
Red Blue 12"x12" Gypsum Board Mastic Ceiling Tile
Yellow Green %y Pipe Insulation Caulking Deck Insulation
D) Gray 1'%2! Duct Insulation Glazing Breeching hsulation
7{ g Tan Beige 2%2! Skim Coat Plaster  Cement Board Roofing Tar
orange Cream 24" Basecoat Plaster Linoleum Backing
Other: Other: * JueRaub Fire Proofing
' /orherB £Afor RACKAG
Sample D Floor: Room: Sample ID Floor; Room: T Sample ID " Floor, ~ Room:
Bastment Kitchen Basement Kitchen Basement Kitchen
Ground Floor Ground Floor  |Bathroom Ground Floor Bathroom
15t Foor § altway Ist Floor Hallway 1st Floor 1Hallway
( 2ndFloor Office 12nd Floor Office 2nd Floor Office
3rd Fioor Storage 3rd Floor Storage 3rd Floor Storage
Other: Other: Other: Other: {Other: - Other:
Comments: . Comments; Comments:
urdas | ZxITFET;
SAMPLE NUMBER COLOR SIZE MATERIAL
Black White 9"x9", Joint Compound Floor Tile Cove Base
Red Blue 127%12" Gypsum Board Mast Ceiling Tile
) low Green xy Pipe Insulation g} Deck Insulation
Q ( Gra Brown k2! Duct Insulation azing Breeching Insulation
' Tan Beige 2%2! Skim Coat Plaster ~ Cerment Board Roofing Tar
orange Cream 2'x4! Basecoat Plaster Linoleum Backing
Other: Other: Glue Daub Fire Proofing
Other:
Sample ID Floor: Room: Sample ID " Floor: Raom: Sample ID Floor: Room:
Basement Kitchen ' Basement Kitchen * |Besement Kitchen
Ground Floor  |B : Qgg ioor |Bathroom Ground Floor Bathroom
Ist Floor allw, @ q ;‘%f; ay 15t Floor Hallway
ﬁ’ < 2nd Floor) ice nd Floor (Offx'cc> 2nd Floor Office
or Storage 3rd Floor torage 3rd Floor Storage
Other: Other: Other: Other: Other: Other:
Comments; Comments: Comrents:
Cou r = wWeC Courf—~wcc.
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